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1. PURPOSE
1.1 PURPOSE AND BACKGROUND

One likely failure mechanism for titanium and its alloys under repository conditions is via the
absorption of atomic hydrogen in the metal crystal lattice. Resulting decreased ductility and
fracture toughness may lead to brittle mechanical fracture called hydrogen-induced cracking
(HIC) or hydrogen embrittlement. For the current design of the engineered barrier without
backfill, HIC may be a problem since titanium drip shield (DS) can be galvanically coupled to
carbon steel of the ground support, and rock bolts (or wire mesh) which may fall onto DS,
thereby creating conditions for hydrogen production at a faster rate by electrochemical reaction.

The purpose of this scientific analysis and model is to account for the HIC effects on the DS.
This Analyses and Models Report (AMR) serves as a feed to the Waste Package Degradation
(WPD) Process Model Report (PMR) and was developed in accordance with the activity section
“Hydrogen Induced Cracking of Drip Shield” of the development plan entitted Analysis and
Model Reportsto Support Waste Package PMR (CRWMS M& O 1999f).

Titanium Grade 7 (Ti-7) (UNS R52400) is now favored for construction of the drip shield for the
waste package due to its excellent corrosion resistance (CRWMS M&O 2000a, Section 1.2).
This alloy consists of 0.3% Fe, 0.25% O, 0.12-0.25% Pd, 0.1% C, 0.03% N, 0.015% H, 0.4%
total residuals with the balance being Ti (CRWMS M&O 1999d, p. 45). Other titanium aloys
that will be discussed in this report include Ti-2, Ti-12, and Ti-16. Ti-2 is essentialy
commercialy pure titanium. It is believed that the most effective way of reducing hydrogen
absorption is to choose a more crevice resistant aloy (Shoesmith et al. 1997, p. 15). This
improvement in resistance to crevice corrosion can be attributed to the addition of aloying
elements, which reinforce passivity. Therefore, susceptibility to crevice corrosion is eliminated
through the aloying series Ti-2® Ti-12® Ti-16 (Shoesmith et a. 1997, p. 15). The maor
additions are Ni (0.6-0.9%) for Ti-12 and Pd (0.04-0.08%) for Ti-16 (CRWMS M& O 1999d, pp.
49, 51). A decrease in the corrosion rate by the addition of a noble metal such asPd in Ti-16 is
noted in Shoesmith et a. (1997, p. 21). The composition of Ti-7 isamost identical to that of Ti-
16, but the Pd content is higher in Ti-7 (0.12-0.25%) than in Ti-16 (0.04-0.08%) (CRWMS
M&O 1999d, pp. 45, 51). The similarity between Ti-7 and Ti-16 was also noted by CRWMS
M&O (2000a, Section 1.2).

The DS will experience awide range of conditions during its service life (CRWMS M& O 2000a,
p. 10). Initially, the underlying high-level waste packages will be relatively hot, and DS surfaces
will be dry due to the heat generated from radioactive decay. The temperature will eventually
drop to levels where both humid air and aqueous phase corrosion will be possible. Crevice
corrosion and slow genera passive corrosion will produce hydrogen, which can be absorbed into
the meta. In a DS design without backfill, hydrogen generation may be caused by the galvanic
couple between the titanium DS surface and structural components (such as rock bolts, wire
mesh, and steel liners used in the drift), which may fall onto the DS surface.

HIC of the DS is key to one of the most important principal factors in repository performance—
the premature failure of the DS. A readlistic model will be used to account for the degradation of
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the DS due to the effects of HIC induced by crevice corrosion and general corrosion, based upon
data generated by the project. The model will follow the approach of Shoesmith et al. (1997).
Both qualitative and gquantitative assessments will be conducted to evaluate the effect due to the
galvanic couple.

1.2 RESOLUTION OF COMMENTSIN ISSUE RESOLUTION STATUS REPORT

As part of the review of site characterization activities, the U.S. Nuclear Regulatory Commission
(NRC) has undertaken an ongoing review of information on Yucca mountain site
characterization activities to allow early identification and resolution of potential licensing
issues. The principal means of achieving this goal is through informal, pre-licensing consultation
with the U.S. Department of Energy (DOE). This approach attempts to reduce the number of,
and to better define, issues that may be in dispute during the NRC licensing review, by obtaining
input and striving for consensus from the technical community, interested parties, and other
groups on such issues.

The NRC has focused pre-licensing issue resolution on those topics most critical to the
postclosure performance of the potential geologic repository. These topics are called Key
Technical Issues (KTIs). Each KTI is subdivided into a number of sub-issues. Early feedback
among all parties is essentia to define what is known, what is not known and where additional
information is likely to make a significant difference in the understanding of future repository
safety. The Issue Resolution Status Reports (IRSRs) are the primary mechanism that the NRC
staff uses to provide feedback to the DOE on the status of the KTl sub-issues. For most sub-
issues, the NRC staff has identified technical acceptance criteria that the NRC may use to
evaluate the adequacy of information related to the KTls.

The primary issue of the KTI on Issue Resolution Status Report Key Technical Issue: Container
Life and Source Term (NRC 1999) is adequacy of the Engineered Barrier System (EBS) to
provide reasonable assurance that containers will be adequately long-lived, and radionuclide
releases from the EBS will be sufficiently controlled, and that the container design and
packaging of spent nuclear fuel (SNF) and high level radioactive waste (HLW) glass will make a
significant contribution to the overall repository performance. The IRSR on Container Life and
Source Term (CLST) defines the physical boundary of the EBS by the walls of the WP
emplacement drifts. The CLST IRSR deems six sub-issues to be important to the resolution of
the relevant KTI. The first sub-issue, the effects of corrosion processes on the lifetime of the
containers, and the second sub-issue, the effects of phase instability of materials and initial
defects on the mechanical failure and lifetime of the containers, are relevant to this AMR.

The relevant NRC Technical Acceptance Criteria for sub-issues 1, 2, and 6 and the approaches
used in this AMR are discussed below:

For sub-issue 1, the effects of corrosion processes on the lifetime of the containers, NRC
Technical Acceptance Criteria 1 is “DOE has identified and considered likely modes of
corrosion for container materials, including dry-air oxidation, humid-air corrosion, and aqueous
corrosion processes, such as GC, LC, MIC, SCC and HIC, as well as the effect of galvanic
coupling.”
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Approach: This AMR includes process-level models for HIC and the effect of galvanic coupling.
Other likely models of corrosion for container materials, including dry-air oxidation, humid-air
corrosion, and agueous corrosion processes, such as GC, LC, MIC, and SCC, as well as the
effect of galvanic coupling, are dealt with in other companion AMRs.

For sub-issue 2, the effects of phase instability of materials and initial defects on the mechanical
failure and lifetime of the containers, NRC Technical Acceptance Criteria 3 is “DOE has
demonstrated that the numerical models used for container materials stability and mechanical
failures are effective representations, taking into consideration associated uncertainties, of the
expected materials behavior and are not likely to underestimate the actua rate of failure in the
repository environment.”

Approach: Uncertainties, assumptions, and limitations of the process level models associated
with HIC and the effect of galvanic coupling are addressed in this AMR. Other likely models are
dealt with in other companion AMRSs.

For sub-issue 6, the effects of alternate engineered barrier subsystem design features on container
lifetime and radionuclide release from the engineered barrier subsystem NRC Technical
Acceptance Criteria 1 is“DOE identified and considered the effects of backfill, and the timing of
its emplacement, on the thermal loading of the repository, WP lifetime (including container
corrosion and mechanical failure), and the release of radionucliers from the EBS.”

Approach: REV00 of this AMR was prepared to address HIC on the DS as a part of the EBS
based on the design which considers the effects of backfill. The current version of the AMR
incorporates changes, which are necessary for an aternative design without the effects of
backfill. In a DS design without backfill, hydrogen generation may be caused by the galvanic
couple between the titanium DS surface and structural components (such as rock bolts, wire
mesh, and steel liners used in the drift) which may fall on the DS surface. Both qualitative and
guantitative assessments are included in this AMR to evauate the effect due to the galvanic
couple.

For sub-issue 6, the effects of alternate engineered barrier subsystem design features on container
lifetime and radionuclide release from the engineered barrier subsystem, NRC Technical
Acceptance Criteria 4 is “DOE has identified and considered the effects of drip shields (with
backfill) on WP lifetime, including extension of the humid-air corrosion regime, environmental
effects, breakdown of drip shields and resulting mechanical impacts on WP, the potentia for
crevice corrosion at the junction between the WP and the drip shield, and the potential for
condensate formation and dripping on the underside of the shield.”

Approach: See approach for sub-issue 6, NRC Technical Acceptance Criteria 1 above.
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2. QUALITY ASSURANCE
The Quality Assurance (QA) program applies to this AMR. All types of waste packages (WPs)
were classified (per QAP-2-3) as Quality Level-1. CRWMS M&O (19993, p. 7), Classification
of the MGR Uncanistered Spent Nuclear Fuel Disposal Container System is cited as an example
of a WP type. The development of this AMR is conducted under activity evaluation
1101213PM7 Waste Package Analysis & Models - PMR (CRWMS M&O 1999¢), which was
prepared per QAP-2-0. Note that QAP-2-0, Conduct of Activities, has been superseded by AP-
2.21Q, Quality Determinations and Planning for Scientific, Engineering, and Regulatory
Compliance Activities; however, the Activity Evaluation remains in effect. The results of that
evaluation were that the activity is subject to the Quality Assurance Requirements and
Description (DOE 2000) requirements. According to the development plan of this AMR
(CRWMS M& O 1999f), no specia controls on the electronic management of data are applicable
in this activity.
3. COMPUTER SOFTWARE AND MODEL USAGE

No computer software or models have been used to support the development of the analysis
activities described in thisAMR.

4. INPUTS
41 DATA AND PARAMETERS
The following input data and/or parameters are obtained from Shoesmith et al. (1997, pp. 7-11):
Hc = critical hydrogen concentration.
The following input data and/or parameters are obtained from Shoesmith et al. (1997, p. 22):
f, = fraction of absorption efficiency.
The following input data and/or parameters are obtained from Weast and Astle (1978, p. B-177):
r +i = density of titanium
M+i = Molecular weight of titanium
I ox = density of titanium oxides
Mox = Molecular weight of titanium oxides.

The following input data and/or parameters for Ti-7 are obtained from CRWMS M& O (2000a,
Section 6.4.3):

E.or = the open circuit corrosion potential

E.itica = the threshold potential for breakdown of the passive film.
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The following input data and/or parameters for Ti-7 are obtained from CRWMS M& O (2000a,
Section 6.5.4):

R.c = passive general corrosion rate (50" percentile, 90™ percentile and maximum).
All of these input data and parameters will be used to evaluate the HIC effects on the DS.
42 CRITERIA

The DS is intended to protect the WP, thereby prolonging WP life. Therefore, the DS must help
meet criteria specific to the WP.

In addition to the criteria specifically relevant to the WP, criteria for the DS have now been
developed.  Emplacement Drift System Description Document (SDD-EDS-SE-000001)
(CRWMS M&O 2000b), Design Criteria 1.2.1.12 and 1.2.1.18, in the emplacement drift SDD
(pp. 10-11), which uses 10 CFR 63 and EDA 11 as its framework, appear to be the best
candidates in supporting this analysis.

The criterion 1.2.1.12 states:

“The drip shield shall have an operating life of 10,000 years.”

The criterion 1.2.1.18 states:

“The drip shield material shall be Grade 7 Titanium, a minimum of 15-mm thick at the
time of emplacement.”

These criteria are needed to ensure that the drip shield is designed with an operating life long
enough to achieve the functions allocated to it.

4.3 CODESAND STANDARDS

No codes or standards were used to perform the analysis for thisAMR.
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5. ASSUMPTIONS

The following assumptions are for the HIC model of this AMR:

5.1

5.2

5.3

5.4

Due to the close similarity in chemical composition between Ti-7 and Ti-16, available
material property data for Ti-16 are assumed to be applicable to Ti-7 if the sad material
property data are not available for Ti-7. Thisassumption is used in Sections 6.1 and 6.2.

The Hc value for Ti-7 is assumed to be at least 1000 ng/g. This assumption is based on
Assumption 5.1 and data reported by Ikeda and Quinn (1998, p. 7), which indicated that the
Hc value for Ti-16 is between 1000 and 2000 ny/g. This assumption is necessary because
Hc dataare not available for Ti-7. This value appears excessively conservative on a number
of counts: (1) the value of 400 ny/g is the lower limit of the measured range of 400 to 1000
nmg/g measured at room temperature (~25°C) for Ti-2 (Shoesmith et al. 1997, p 7-11): (2)
the temperature of the drip shield will be well above this value for the majority of its
anticipated lifetime and Clarke et a. (1995) have shown H, for both Ti-2 and Ti-12 rises to
~1000ny/g at atemperature of 92°C to 100°C; and (3) the value of 400 ny/g was measured
for Ti-2, whereas the value for Ti-16, a palladium containing alpha alloy with similar
properties to Ti-7, appears to be > 1000 ng/g ( lkeda and Quinn 1998, p.7). This
assumption is used in Subsections 6.1.3 and 6.2.2.

It is noted that 400 ng/g, the lower bound value observed for other titanium aloys (e.g., Ti-
2 and Ti-12) by Shoesmith et a. (1997, pp. 7-11), was used as the critica hydrogen
concentration for Ti-7 in REV 00 of this AMR. As discussed above, this value appears to be
excessively conservative based on data reported by Ikeda and Quinn (1998, p. 7).

Mechanisms for hydrogen generation and absorption on a titanium surface may include a
galvanic couple, hydrogen produced in atomic form by the corrosion process, and the direct
absorption of hydrogen produced by water radiolysis. As indicated by Shoesmith et al.
(1997, p. 17), the direct absorption of radiolytically produced hydrogen is insignificant
except at high dose rate (> 10° Gy/h) and high temperature (> 150°C), clearly unattainable
under Yucca Mountain DS conditions. Therefore, only galvanic couple and generation and
absorption of corrosion produced hydrogen are considered in this AMR. This assumption is
used in Subsections 6.1.2 and 6.1.5.

The film growth rate and, hence, the corrosion rate are assumed to be constant in time for
the formula used to calculate the concentration of hydrogen in the metal (Shoesmith et al.
1997, p. 22). The rationale for this assumption is that the assumption of constant corrosion
rate is conservative and less conservative corrosion models assume that the rate decays
with time (CRWMS M&O 2000a, Section 5.3). It is also implicit in this assumption and
this formula that any hydrogen absorbed into the titanium remains within the remaining
wall thickness and is not subsequently removed as the general corrosion process progresses
with time. This is a very conservative assumption, since any titanium hydride formed
within the aloy will be unstable with respect to titanium oxide (Beck 1973) and should,
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5.5

therefore, be removed by the general corrosion process. This assumption is used in
Subsections 6.1.5 and 6.2.3.

A mathematical model is proposed in Section 6.3.3 to predict the hydrogen concentration in
the DS due to a galvanic couple between the DS and a carbon steel segment.  Simplifying
assumptions are employed to develop the mathematical model. Because the assumptions
are to ssimplify the system for the mathematical model, they do not require atechnical basis
or verification. These assumptions are:

The DS is treated as an infinite flat plate. This is a conservative assumption in such a
way that a larger surface area is available for galvanic coupling between the DS and a
carbon steel segment than a curved DS structure. This assumption is also to ssimplify
the geometry for the mathematical model.

The contact plane between the DS surface and the carbon steel segment is circular in
shape. This assumption is also to ssimplify the geometry for the mathematical model.

Hydrogen is absorbed into the DS through the contact plane and immediately reaches
the other surface. The initial region of the DS with hydrogen absorption has the shape
of a circular disk. This assumption is aso to smplify the geometry for the
mathematical model.

As hydrogen starts to diffuse in the DS, the radius of the circular region will expand at
a constant speed v. This assumption is aso to simplify the geometry for the
mathematical model.
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6. ANALYSISSMODEL
6.1 DESCRIPTION OF MODEL FOR HYDROGEN INDUCED CRACKING
6.1.1 Introduction

The DS will experience awide range of conditions during its service life (CRWMS M& O 2000a,
Section 1.3). Initialy, the underlying high-level waste packages will be relatively hot, and DS
surfaces will be dry due to the heat generated from radioactive decay. The temperature will
eventually drop to levels where both humid air and agueous phase corrosion will be possible.
Crevice corrosion and slow genera passive corrosion may be initiated and propagate in the
metal. Both types of corrosion will produce hydrogen, which can be absorbed into the metal
(Shoesmith et al. 1997, p. 2). In a DS design without backfill, hydrogen generation may be
caused by the galvanic couple between the titanium DS surface and structural components (such
asrock bolts, wire mesh, and steel liners used in the drift), which may fall onto the DS surface.

Failure occursif (1) the wall penetration by corrosion exceeds the corrosion allowance or (2) the
amount of hydrogen absorbed exceeds the critical hydrogen concentration, Hc, for failure due to
hydrogen induced cracking. The first type of failure mechanism, i.e., wall penetration by crevice
and genera corrosion, istreated in another AMR (CRWMS M& O 2000a). This AMR deals with
the failure mechanism associated with HIC.

HIC (also called hydrogen embrittlement) is characterized by decreased fracture toughness or
ductility of the metal due to absorbed atomic hydrogen. The usual mechanical failure mode for a
ductile materia is the ductile tearing observed during slow crack growth. Decreased fracture
toughness causes fast crack growth (brittle fracture) of a normally ductile material under
sustained load. During slow crack growth, material will fail as the stress intensity factor K
reaches avalue Ks. During fast crack growth, the same material will fail as the stress intensity
factor K reaches a value Ky, which is less than Ks (Shoesmith et al. 1997). Figure 1 (from
Shoesmith et a. 1997, page 9, Figure 7) represents, schematically, the combinations of stress
intensity factor and hydrogen concentration leading to (1) fast crack growth (brittle fracture)
controlled by Ky, (2) slow crack growth controlled by Ks due to either sustained load cracking or
ductile rupture, or (3) no falure.

For corrosion induced HIC, an approach has been adopted to predict when HIC might become a |
potential failure process for the DS, following a Canadian precedent (Shoesmith et al. 1997).
The basic premise of the model is that failure will occur once the hydrogen content exceeds a
certain limit or critical value. Both qualitative and quantitative assessments will be conducted to
evauate the effect due to the galvanic couple.

Thisreport will address:

Processes by which Ti-7 can absorb hydrogen and, hence, eventually become
susceptibleto HIC

Analysis procedures for predicting the consequences of hydrogen absorption

ANL-EBS-MD-000006 REV 00 ICN 01 13 October 2000



Acquisition of input data for the analysis parameters
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Figure 1. Schematic Showing the Combinations of Stress Intensity Factor and Hydrogen Concentration
Leading either to Fast Crack Growth (Brittle Failures) or Slow Crack Growth Due to either
Sustained Load Cracking or Ductile Rupture or to No Failure

6.1.2 Processes by which Hydrogen is Absor bed

In accordance with Schutz and Thomas (1987, p. 673), factors have been identified that can lead
to HIC, i.e,, hydrogen uptake and possible embrittlement of a and near-a titanium alloys (such
as titanium grade 2, grade 7 and grade 12) in agueous media. The three genera conditions that
must exist ssmultaneously for the hydrogen embrittlement of a alloys are:

A mechanism for generating hydrogen on a titanium surface. The mechanisms may include a
gavanic couple, hydrogen produced in atomic form by the corrosion process, and the direct
absorption of hydrogen produced by water radiolysis. Asindicated in Section 5 (Assumption
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5.3), the direct absorption of radiolytically produced hydrogen is insignificant except at high
dose rate (> 10? Gy/h) and high temperature (> 150°C), clearly unattainable under Yucca
Mountain DS conditions. Therefore, only hydrogen produced by a galvanic couple and
genera corrosion are considered in thisAMR.

Metal temperature above approximately 80°C (175°F), where the diffusion rate of hydrogen
into a titanium is significant.

Solution pH less than 3 or greater than 12, or impressed potentials more negative than -0.7
V(SCE).

Assessment of HIC due to effects of a galvanic couple will be presented in Section 6.3. The
remaining of Section 6.1 and Section 6.2 will be devoted to HIC resulting from hydrogen
produced by corrosion of titanium.

Both crevice corrosion and genera passive corrosion will be accompanied by hydrogen
production and, hence, possibly by the absorption of hydrogen into the metal.

For crevice corrosion the hydrolysis of dissolved metal cations leads to acidification within the
occluded area and the development of active conditions in which the metal is unprotected by an
oxide film. Once initiated, crevice corrosion is supported by both the reduction of oxygen on
passive surfaces external to the crevice and the reduction of protons (Ti + 4H™ ® Ti*" + 2H,) on
exposed metal surfaces inside the crevice. The latter process can lead to the absorption of atomic
hydrogen into the metal in sufficient quantities to produce extensive hydride formation
(Shoesmith et al. 1997, Figure 3, p. 4).

For the passive non-creviced or the repassivated crevice conditions expected to prevail, the
corrosion of the titanium alloy will be sustained by reaction with water under neutral conditions
(Ti+2H,O0® TiO, +2H,) and will proceed at an extremely slow rate. This process will
generate hydrogen, which must pass through the TiO, film before absorption in the underlying Ti
dloy can produce HIC. Redox transformations (Ti'¥-> Ti"") in the film are required before the
oxide becomes significantly transparent to hydrogen. Significant cathodic polarization of the
metal (generally only achievable by galvanic coupling to carbon steel or the application of a
cathodic protection potential) is required for these transformations to occur. Measurements of
absorbed hydrogen suggest a threshold potential of —0.6 V versus saturated calomel electrode
(SCE) above which no absorption occurs (Shoesmith et a. 1997, p. 4). Only impressed current
cathodic protection or galvanic coupling to active aloys of Fe, Zn, or Mg could readily produce
such active potential. Thus, hydrogen generation rates, and, hence, hydrogen absorption rates,
are expected to be very low on Ti alloy surfaces.

6.1.3 Critical Hydrogen Concentration, Hc
Provided that wall penetration by corrosion does not exceed the corrosion allowance, HIC failure
is assumed to occur when the material has absorbed enough hydrogen to exceed the critical

hydrogen content, Hc. Observations regarding the critical hydrogen content, Hc, for Ti-2 and
Ti-12 (Shoesmith et al. 1997, pp. 7-11) are summarized as follows:
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Using the slow strain rate technique on precracked compact tension specimens precharged with
known amounts of hydrogen, it has been shown that the fracture toughness of Ti-2 and Ti-12 is
not significantly affected until hydrogen content exceeds Hc. Once above Hc, there is no slow
crack growth, and only fast crack growth is observed.

Hc is sengitive to the microstructure and texture of the material with respect to the orientation of
the crack and the applied stress. Preferential pathways for cracking are formed along b-phase
stringers introduced through the manufacturing process. An Hc of 500 ng/g has been measured
in Ti-12 containing cracks propagating in the directions defined by these stringers. Crack
propagation perpendicular to these features is not observed up to Hc = 2000 ng/g. Heat
treatment to remove this laminar structure by randomly reorienting the residual b-phase can lead
to adecrease in Hc to ~400 ny/g.

Even for manufactured plate materials that do not have high b-phase content, e.g., Ti-2, the
laminar structure introduced by rolling appears to dominate the cracking behavior. As a
consequence, depending on crack orientation, Hc varies between ~400 and 1000 ng/g. Since Ti-
2 does not contain as much b-phase as Ti-12, heat treatment does not exert a significant
influence on He. Welding produces a larger change in the microstructure than does hesat
treatment. The high weld temperature results in significant microstructural changes in the
weldment. This results in a small decrease in strength. The heat affected zone does not appear
to be sufficiently large to influence the cracking behavior because, for both Ti-2 and Ti-12, Hc is
dlightly decreased near the weld metal compared to the base metal. It did not decrease below

500 myg.

It can also be assumed that failure is less likely at elevated temperature. This assumption is
justified, in part, by recognizing that the hydrogen solubility would be higher at elevated
temperature. However, it has aso been shown experimentally that H. increases markedly with
temperature (Clarke et al. 1995). While the maximum critical stress intensity factor for Ti-2
decreases dlightly from ~50 MPa/m”? to ~40 MPa/m? at 95°C, only slow crack growth was
observed up to hydrogen concentrations of ~2000 ny/g, clearly indicating an enhanced resistance
to growth of brittle-like cracks as the temperature is increased. A similar increase in resistance
to brittle fracture was observed for Ti-12 at 95°C, the maximum stress intensity factor decreasing
from ~ 60MPa/m"’? to ~ 45 MPa/m’? while H, increased to ~ 1000ny/g (Clarke et al. 1995).
Preliminary creep measurements clearly indicate that increased creep deformation at higher
temperatures was a major factor in preventing the development of a sufficiently high stress
concentration to initiate fast fracture (Clarke et al. 1995).

Hc data are not available for Ti-7 but more recent data reported by Ikeda and Quinn (1998, p. 7)
indicated that the H¢ value for Ti-16 is between 1000 and 2000 ng/g. Asnoted in Section 1, Ti-7
and Ti-16 are similar alloys because of their similar chemical compositions.

The Hc value for Ti-7 is assumed to be at least 1000 ng/g. This assumption is based on
Assumption 5.1 and data reported by Ikeda and Quinn (1998, p. 7), which, as indicated earlier,
concluded that the Hc value for Ti-16 is between 1000 and 2000 ng/g. This assumption is
necessary because Hc data are not available for Ti-7.
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It is noted that 400 ng/g, the lower bound value observed for other titanium alloys (e.g., Ti-2 and
Ti-12) by Shoesmith et al. (1997, pp. 7-11) was used as the critical hydrogen concentration for
Ti-7 in REVOO of this AMR. This value appears to be excessively conservative based on data
reported by Ikeda and Quinn (1998, p. 7).

6.1.4 Hydrogen Absorption During Crevice Corrosion

Crevice corrosion, if it initiates, will propagate at a rate much higher than that of genera
corrosion. Crevice propagation, as mentioned in Section 6.1.1, can lead to failure by wall
penetration as well as failure due to HIC because of hydrogen transported into the metal.

The most effective way to reduce hydrogen absorption is to choose a more crevice corrosion
resistant alloy (Shoesmith et al. 1997, p. 15). Improvements in resistance to crevice corrosion
have been attributed to alloying elements, which reinforce passivity. Susceptibility to crevice
corrosion is eliminated through the alloying series Ti-2® Ti-12® Ti-16 (Shoesmith et a. 1997,
p. 15). In accordance with CRWMS M& O (1999d, pp. 49, 51), the magjor additions are Mo (0.2-
0.4%) and Ni (0.6-0.9%) for Ti-12 and Pd (0.04-0.08%) for Ti-16. Decreased crevice corrosion ‘
rates by adding alloying elements such as Mo and Ni to Ti-12 and Pd to Ti-16 are noted in
Shoesmith et al. (1997, p.16), and discussed in recent reviews of Ti crevice corrosion behavior ‘
(Schutz 1988). The effect of deliberate alloying of Ti-12 with Ni and Mo, which segregate at
grain boundaries and intermetallics, is to improve the susceptibility to crevice corrosion from
repassivation after some crevice corrosion in Ti-2 to repassivation after minor crevice corrosion
damage in Ti-12. The effect of adding Pd to ennoble titanium while avoiding segregation in Ti-
16 is to further improve the susceptibility to crevice corrosion from repassivation after minor
crevice corrosion in Ti-12 to no crevice corrosion damage in Ti-16. It can be seen from
CRWMS M&O (1999d, pp. 45, 51) that the composition of Ti-7 is amost identical to that of Ti-
16, but the Pd content is even higher in Ti-7 (0.12-0.25%) than in Ti-16 (0.04-0.08%).
Therefore, Ti-7, like Ti-16, is not expected to suffer any crevice damage.

Crevice corrosion is one form of localized corrosion of a metal surface (ASM 1987, p. 4). The
localized corrosion model developed by CRWMS M&O (2000a, Section 6.4.1) for Ti-7 DS |
assumes that localized attack occurs only if the open circuit corrosion potential, E.,, €xceeds the
threshold potential for breakdown of the passive film, Egitica. EXperimental measurements
reported by CRWMS M&O (2000a, Section 6.4.3) for Ecr and Egiica Were obtained from |
various test environments expected in the repository. These test environments include simulated
dilute water (SDW), simulated concentrated water (SCW), and simulated acidic concentrated
water (SAW) at 30, 60, and 90°C, as well as simulated saturated water (SSW) at 100 and 120°C.
SCW is about one thousand times more concentrated than J-13 well water and is dightly alkaline
(pH~8). SAW is about one thousand times more concentrated than J-13 well water and is acidic
(pH~2.7). J13 well water (Harrar et al. 1990) is the groundwater at some distance from Y ucca
Mountain. The experimental measurements show that the threshold Eisic4 iS CcOnsistently greater
than E,;. CRWMS M&O (2000a, Section 6.4.3) indicated that the difference, Eviica - Ecorn |
falls in the range from 500 mV to 1650 mV for the various test environments of SDW, SCW,
SAW, and SSW at temperature from 20°150°C.
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It is, therefore, concluded that hydrogen absorption during crevice corrosion may be ignored in
the HIC moddl.

6.1.5 Hydrogen Absorption During General Passive Corrosion

According to Shoesmith et a. (1997, p. 15), there are two processes by which hydrogen could be
produced, and possibly absorbed, under passive conditions. (1) direct absorption of hydrogen
produced by water radiolysis and (2) absorption of atomic hydrogen produced by the corrosion
process to produce oxide. The direct absorption of radiolytically produced hydrogen does not
appear to be significant except at high dose rate (> 10* Gy/h) and high temperature (> 150°C)
(Shoesmith et al. 1997, p. 17). This condition is clearly unattainable under Y ucca Mountain DS
conditions and will not be considered, leaving the corrosion process as the only feasible source
of hydrogen for absorption.

Under anoxic conditions, when passive corrosion should prevail, the corrosion potential for
passive titanium must reside at a value at which water reduction can couple to titanium
oxidation,

Ti +2H,0 ® TiO, +2H,

and, hence, must be at, or more negative than, the thermodynamic stability line for water. At
such potentials, titanium hydrides are thermodynamically stable with respect to the metal.
Consequently the passive film can be considered only as a transport barrier and not as an
absolute barrier. The rate of hydrogen absorption at the corrosion potential will be controlled by
the rate of the corrosion reaction, which dictates the rate of production of absorbable hydrogen.
Since titanium oxide, TiO, is extremely stable and protective in the DS environment, the
corrosion reaction will be effectively limited to an oxide film growth reaction.

While the rate of hydrogen production and, hence, absorption may be assumed directly
proportional to the rate of film growth, the fraction of hydrogen absorption needs to be
determined. Based on available test data, Shoesmith et al. (1997, p. 22) suggests the use of 0.1
and 0.02 for fractional efficiency for absorption values, f,, to represent high and low hydrogen
absorption efficiencies for titanium alloys. The high value of 0.1 was obtained by direct analysis
of the amount of hydrogen absorbed during crevice corrosion and is, therefore, not an
appropriate value to use for T-7 which is immune to crevice corrosion under repository
conditions. In their conservative and bounding calculations, Shoesmith et a. (1997, p.22) used
this value for Ti-12, since the influence on hydrogen absorption of the presence of Ti,Ni
intermetallics and Ni-stabilized b-phase in this alloy was not known. The lower value of 0.02
was adopted from the experimental measurements of Okada (1983) and can be considered a very
conservative value since it was measured on Ti-2 under constant applied current conditions with
an applied current of 0.5 mA/cnt at 25°C in sodium sulphate solutions (pH = 4). The eectrode
potential achieved during these experiments was -1.14 V (vs. SCE), about -0.5 V more negative
than the threshold value of —0.6 V (vs SCE) for hydrogen absorption. Similar measurements on
Pt and Ni-coated Ti-2 specimens gave a value of fy only marginaly higher under these
conditions, a clear indication that the Pd-content of Ti-7 would not be expected to increase this
value. The applied current density used was 500 mA/cm? compared to a value of 1.45 nA/cnt
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calculated as the current which would flow at a general corrosion rate of 50 nm/year (the 70" |
percentile value of genera corrosion rates measured for Ti-7 in the LTCTF at Lawrence
Livermore National Laboratories(CRWMS M & O 2000a, Section 6.5.4). Thislower value has
been used for Ti-7.

The low value would appear most appropriate for Ti-2 since the passive film is a good transport
barrier to hydrogen absorption. For Ti-12, since Ni, in either Ti,Ni intermetallics or in b phase,
is present, the higher value would be more conservative. For Ti-16 in which intermetallic
formation is avoided, the lower valueis appropriate. The lower value should aso be used for Ti-
7 because of the similarity in chemical composition between Ti-7 and Ti-16.

Based on a constant film growth rate and, hence, the corrosion rate, Shoesmith et a. (1997, p.

22) indicated that the concentration of hydrogen in the metal, Ha, in g/mm?® can be calculated as
afunction of time of emplacement (t in years) from the expression:

Ha = 4(f 1 /10%)f R t[M7 (dg - Rych)] t (Eq. 1)
where

H , = hydrogen content (g/mm ®)

r 1 = density of Ti (g/em®) = 4.5 (Weast and Astle 1978, p. B-177)

fy, = fractiona efficiency for absorption

R, = rateof general passivecorrosion (mm/year)

t = time of emplacement in years

Mt =atomic massof Ti =47.9 (Weast and Astle 1978, p. B-177)

dy, = original corrosion allowance(mm) = container wall thickness

The fractional efficiency for absorption, based on previous discussion, is f;, =0.02 for Ti-7.

Considering a Ti-7 plate with 1 mm? surface area, it is noted in Equation 1 that: (1) hydrogen in
grams produced by the general corrosion after t years of emplacement is 4(r /103)Ruct/ M

based on thereaction Ti +2H,0 ® TiO, +2H5; (2) multiplication by the factor f, converts the
produced hydrogen into absorbed hydrogen; and (3) the remaining volume of Ti-7 aloy in mm?®
is presented by (dy - Ryct). The derivation of Equation 1 is based on a constant general
corrosion rate. It was noted by CRWMS M&O (2000a, p. 48) that the assumption of constant
corrosion rate is conservative, and less conservative corrosion cases assume that the rate decays |
with time. It was also noted above that it is conservative to assume that al the hydrogen
absorbed during general corrosion is retained within the remaining drip shield wall thickness as
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the general corrosion process proceeds. It is most likely that the majority of it will be removed |
by conversion to the more thermodynamically stable titanium oxide as corrosion progresses.

Using the relationship H (ng of H/g of Ti) = H (g of H/mm? of Ti)(1000/(10°%r ), Equation 1
can be rewritten for Hp in ng/g as follows:

Ha = 4X106thuct[MT| (do - Ruct)]_ ! (Ea. 2)
where
H, = hydrogen content (nt/g)

The rate of general passive corrosion, R, can be calculated from the rate of oxide film
thickness, Ry, by the following formula:

- -1
Ruc = Rox(f ox /M ox ) i /M) (Eq. 3)
where
I ox = dengity of the oxidein glem®
M ox = molecular mass of the oxide

since the vaue of (r ox/Mox)(r'ﬁ M )'1is aways greater than unity, it is conservative to
assumethat R . = Ryy.-

The general corrosion rates reported in CRWMS M& O (2000a, Section 6.5.4) have been used.
The rate at the 50" percentile is approximately 25nmiyear; the rate at the 90" percentile is
approximately 100 nm/year; and the maximum rate is less than 350 nnvyear.

6.2 APPLICATION OF HIC MODEL TO DRIP SHIELD

6.21 Materia

Titanium Grade 7 (Ti-7) (UNS R52400) is now being considered for construction of the DS for
the WP. As indicated in Section 1, this alloy consists of 0.3% Fe, 0.25% O, 0.12-0.25% Pd,
0.1% C, 0.03% N, 0.015% H, and 0.4% total residuals with the balance being Ti.

Both crevice corrosion and genera passive corrosion will be accompanied by hydrogen
production and, hence, possibly by the absorption of hydrogen into the metal. It has been
concluded in Section 6.1.4 that hydrogen absorption during crevice corrosion will not be
considered in the HIC model since crevice corrosion is essentialy eliminated for Ti-7.
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Genera corrosion rates for Ti-16 reported by CRWMS M&O (2000a, Section 6.5.4) indicated |
that the rate at the 50" percentile is approximately 25nm/year (or 25x10°® mmiyear); the rate at
the 90™ percentile is approximately 100 nmyyear (or 100x10® mm/year); and the maximum rate
is less than 350 nm/year.

6.2.2 Determination of the Critical Hydrogen Concentration, Hc

As discussed in Section 6.1.3, Shoesmith et al. (1997, p. 11) concluded that a conservative value |
of Hc = 500 ng/g can be adopted as the critical hydrogen concentration in rolled plate material
using Ti-2 and Ti-12 for predicting container lifetime. The lowest Hc value observed for Ti-2
and Ti-12 is~400 ng/g. lkeda and Quinn (1998) indicated that Hc for Ti-16 is at least 1000 ng/g
and may be much greater.

The Hc value for Ti-7 is assumed to be at least 1000 ny/g. This assumption is based on
Assumption 5.1 and data reported by Ikeda and Quinn (1998, p. 7), which, as indicated earlier,
concluded that the H: value for Ti-16 is between 1000 and 2000 ng/g. This assumption is
necessary because H¢ data are not available for Ti-7.

It is noted that 400 ng/g, the lower bound value observed for other titanium alloys (e.g., Ti-2 and
Ti-12) by Shoesmith et al. (1997, pp. 7-11), was used as the critical hydrogen concentration for

Ti-7 in REV0O of this AMR. This value appears to be excessively conservative based on data |
reported by Ikeda and Quinn (1998, p. 7).

6.2.3 Determination of Hydrogen Concentration

Based on Equation 2, the hydrogen concentration in the metal can be rewritten as follows:
Ha = 4x10% R ct[MT; (do - Ryet)] 2
where
H = hydrogen content (ng/g)
r 1 = density of Tiing/cm® = 4.5 (Weast and Astle 1978, p. B-177)
fr, = fractional efficiency for absorption
R, = rateof genera passivecorrosion (mm/year)
t =time of emplacement in years
Mt =atomic massof Ti =47.9 (Weast and Astle 1978, p. B-177)

do = original corrosion allowance(mm) = container wall thickness
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The fractional efficiency for absorption, based on previous discussion, is f, =0.02for Ti-7. The
rate of general passive corrosion is Ry.= 100x10® mm/year (90" percentile value) or 25x10°

mm/year (50" percentile value) based on Section 6.2.1. The time of emplacement is t = 10,000
years. One half of the minimum wall thickness (15 mm) is assumed for d,, i.e., d, = 7.5 mm.

Case 1: Conservative Estimate

R, =100x10° mm/ year (90" percentile value, CRWMS M& O (2000a, Section 6.5.4))

fh =0.02
do =7.5mMm
t =10,000 years

From Equation 2, Hp =257 ng/g < H. = 1000 ng/g.
Case 2: Best Estimate

R, =25x10°mm/ year (50" percentile value, CRWMS M& O (2000a, Section 6.5.4))

f, =0.02
do=7.5mm
t =10,000 years

From Equation (2), Hy =58 ng/g < H.= 1000 ng/g.
6.24 Results

The analytical estimate presented in Section 6.2.3 based on Equation 2 indicated that there exists
a big margin of safety for the drip shield against the effects of HIC. The hydrogen concentration
in the DS at 10,000 years after emplacement is 257 ng/g resulting from a conservative estimate
and 58 ng/g from a best estimate. The estimated hydrogen concentration in either case is less
than the critical hydrogen concentration of 1000 ng/g for Ti-7.

As discussed in Section 6.1.5, the current model is highly conservative in that it assumes all the
hydrogen absorbed during general corrosion is retained within the remaining drip shield wall
thickness as the general corrosion process proceeds. It is most likely that the majority of it will
be removed by conversion to the more thermodynamically stable titanium oxide as corrosion
progresses. With the conservative assumption the hydrogen concentration in the drip shield
increases continuously with time as the drip shield thickness (thus the volume of the remaining
drip shield) is reduced by general corrosion. This hydrogen concentration increase from the
thinning of the drip shield is in addition to the hydrogen pick-up from the general corrosion.
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With the current conservative model, the time to have the hydrogen concentration in the drip
shield exceed the critical hydrogen concentration could be before the time by general corrosion
failure of the drip shield.

Asnoted in Section 6.1.3, crack growth in drip shield by HIC requires embrittlement of the drip
shield (measured by the hydrogen concentration exceeding the critical hydrogen concentration)
and applied stress. When the drip shield is subject to HIC, the failure will be by through-wall
cracks, and the cracks are likely to be those generated by SCC. Those cracks are self-limited and
will be eventualy plugged by corrosion products and scale deposits (CRWMS M&O 2000c,
Section 6.5.5). Therefore, even when the drip shield is breached by through-wall cracks induced
by HIC, the intended design function o the drip shield (i.e., preventing dripping water from
directly contacting the underlying waste package) will not be compromised significantly from
the HIC failure.

6.25 Mode Validation

Model validation has been accomplished following guidelines cited in ASTM procedure C 1174,
1997 (sections 19.3 and 20.4). According to ASTM C 1174 (section 20.4.3.1) validation of
model means the model can account for al available data. In this AMR, data obtained in the
laboratory for the Yucca Mountain Site Characterization Project along with published data
available from the open scientific literature have been used to fit into well-known mathematical
models to predict hydrogen induced corrosion behavior (e.g., corrosion rates, hydrogen
concentration, etc.) of the proposed DS materiadl (i.e., Ti-7). The model predicted values showed
excellent agreement with the experimental data obtained by short-term laboratory tests.
Additional datathat are being collected will help improve the level of confidence in the model.

6.3 HYDROGEN INDUCED CRACKING OF TI-7DUE TO GALVANIC COUPLE
6.3.1 Introduction

Asindicated in Section 6.1.2, the three general conditions that must exist simultaneously for the
hydrogen embrittlement of a aloysare:

A mechanism for generating hydrogen on a titanium surface.
Metal temperature above approximately 80°C (175°F).

Solution pH less than 3 or greater than 12, or impressed potentials more negative than -0.7
V(SCE).

In accordance with Schutz and Thomas (1987, p. 673), one hydrogen-generation mechanism is
that coupling active metals such as zinc, magnesium, and aluminum can lead to hydrogen uptake
and eventual embrittlement of titanium subjected to the temperature and other condition
described above. A similar possible problem occurs when titanium is in galvanic contact with
carbon steels. In a DS design without backfill, hydrogen generation may be caused by the
galvanic couple between the titanium DS surface and structural components (such as rock bolts,
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wire mesh, and steel liners used in the drift), which may fall onto the DS surface. Therefore,
HIC or hydrogen embrittlement of the DS due to galvanic couple can not be ruled out since the
conditions associated with metal temperature and water or moisture pH (or corrosion potential)
as described above are certainly attainable under Y ucca Mountain DS conditions.

6.3.2 Qualitative Assessment

Given the expected evolution of ground waters potentially contacting the drip shield and the
temperature regime within the repository (CRWMS M&O 2000a, Section 1.3), the required
conditions for hydrogen absorption by the titanium DS are clearly present when galvanically
coupled to sections of the steel components. If occurring while temperatures are high ¢ 80°C)
and concentrated ground waters are present, then local hydrided “hot spots’ are possible. These
“hot spots” will only occur at those sites where both contact to carbon steel and the establishment
of lasting (at least periodically) agueous conditions are achieved. Their formation is likely to be
promoted if the contact points coincide with abraded or scratched areas of the shield caused by
the impact of collapsing sections of the ground support structure.

At higher temperature, hydrogen will be more rapidly absorbed and transported into the bulk
structure to produce the hydride distribution required for extensive crack propagation It is less
likely that a hydride layer will be retained at the surface. As the temperature falls, the formation
of surface hydrides becomes more likely as the rate of hydrogen transport into the bulk of the
metal decreases. The formation of surface hydrides tends to reduce the efficiency of subsequent
hydrogen absorption (Noel et al. 1996), and their presence has little effect on structural integrity.

The efficiency of Fe-Ti galvanic couples to cause hydrogen cracking will be limited for a
number of additional reasons:

1. Thecontact areaislikely to be small, and the anode to cathode area (area of steel and
titanium, respectively) low. Since relatively low volumes of groundwater are likely
to contact both metals simultaneously, anode to cathode areas close to one seem
likely. If a couple with a small anode to cathode area ratio was established (i.e., a
small piece of steel in contact with a large area of drip shield), then one would expect
the couple to be more rapidly exhausted as the steel is consumed. Under these
conditions, the amount of hydrogen absorbed would be limited. Future quantitative
studies may be conducted to determine: how much hydrogen would be liberated per
unit mass of Fe; could that much hydrogen cause HIC in the adjacent Ti; and how fast
does hydrogen diffuse into the surrounding Ti to keep hydrogen low?

While temperatures are high (>80°C), the intermittent nature of seepage dripping onto
the drip shield should lead to only limited periods of the aqueous conditions required
to sustain an active galvanic couple, thereby limiting hydrogen absorption while
temperatures are high enough to drive hydrogen transport into the metal. For
temperatures below 80°C, even galvanic polarization below the potential threshold of
-0.6 V (vs SCE) produces only innocuous surface hydride films (Schutz and Thomas
1987). Also, at these lower temperatures, the small amounts of dissolved O, in the
solutions forming the galvanic couples will make it very difficult to achieve
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polarization of the galvanic potential to less than -0.6 V (vs SCE). Additionally, the
intermittent wetting and drying cycles anticipated on the drip shield will lead to the
ready formation of calcareous and mineral deposits, which are well known to
dramatically suppress galvanic currents, thereby stifling hydrogen absorption (Lunde
and Nyborg 1993).

2. Conditions in the repository will be oxidizing, making it less likely that the couple
will sustain water reduction, and hence hydrogen absorption. However, a high
temperatures in concentrated saline solutions, the amount of O, dissolved in the
solution forming the couple will probably be too low to displace water reduction as
the primary cathodic reaction. However, the ferrous ion product of steel dissolution
will be homogeneously oxidized to ferric species by dissolved Q. If conditions
remain neutral, this should lead to the formation of insoluble Fe(lll)
oxides’hydroxides, and little influence would be exerted on the gavanic couple.
However, any tendency for acidification or the development of akaline conditions
will increase the ferric ion solubility. Under evaporative conditions, this could lead to
quite high dissolved ferric ion concentrations and the establishment of a galvanic
potential sufficiently positive to avoid hydrogen absorption into the titanium. It is
well documented that only parts per million concentrations of multivalent transition
metal cations such as Fe(lll) are required to polarize titanium to passive conditions
(Schutz and Thomas 1987).

3. Titanium has a large tolerance for hydrogen (see Section 6.1.3 for critical hydrogen
concentration), and substantial concentrations must be achieved before any
degradation in fracture toughness is observed. This concentration level, as indicated
in Section 6.1.3, has been measured to be in the range of 400 to 1000 ng.g* for Ti-2
and Ti-12. Recent measurements suggest that the tolerance for hydrogen of the Ti-16
(atitanium aloy very similar to Ti-7 in chemical composition) may be in the 1000 to
2000 ny.g* range (Ikeda and Quinn 1998, p. 7). According to Section 6.1.3, the
critical hydrogen concentration for Ti-7 is 1000 my.g™.

Given the high critical hydrogen concentration, the large volume of available titanium in the drip
shield into which absorbed hydrogen can diffuse, and other reasons stated above, hydrogen
embrittlement of the Ti DSis highly unlikely.

6.3.3 Mathematical Model for Hydrogen Absorption and Diffusion in DS

As indicated in Section 6.3.2, hydrogen absorbed in the Ti-7 DS through the contact area of a
gavanic couple may diffuse to the rest of the DS. A mathematical model is proposed in this
section to predict the hydrogen concentration in the DS due to a galvanic couple between the DS
and a carbon steel segment. The absorption and diffusion of hydrogen in the DS is a complex
process. A mathematica model is possible only if a number of necessary assumptions are
adopted. These assumptions are:

The DSistreated as an infinite flat plate. The thickness of the plate is denoted as H.
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The contact plane between the DS surface and the carbon steel segment is circular in shape.
The radius of the circular planeis denoted asr,,.

Hydrogen is absorbed into the DS through the contact plane and immediately reaches the
other surface. The initial region of the DS with hydrogen absorption has the shape of a
circular disk with aradiusr, and thickness H.

As hydrogen starts to diffuse in the DS the radius of the circular region will expand at a
constant speed v. Asaresult, theradius r(t) of the circular disk a atimet is expressed by the
following equation:

rt)=ro+vt (Ea. 4)

The amount of hydrogen (in g or mg, for example), Q(t), absorbed in the DS at a time t,
therefore, is:

V)= [ p)Htol 1 2or(tH(E - t)re) (E.5)

where| isthe hydrogen aisorption rate, in ppm (or ng/g) /day, for example, and r 1; is the mass
density of the Ti-7 DS (see Section 6.1.5).

Based on the reaction: 2Fe + 3H,O0 ® Fe,O; + 3H,, the maximum amount of hydrogen that can
be released from the carbon steel segment is:

Qmax =fre3W /M e (Eq. 6)

where W is the mass of the carbon steel segment, fr; is the fraction of hydrogen produced by
oxidation of the total mass of carbon steel, and Mg is the atomic mass of Fe.

If tmax IS the time when Q(t) reaches Qnax tmax Can be obtained by solving for the following
equation:

t=t

T 2o e - ) (B0
t=0

Qmax =| (r'ﬁ prg)'“max +

Using Eq. 4, EQ. 7 can be written as.

5 2
Qmax =! I 1i PHEIGt max +roVifax +

(Eg. 8)

The maximum hydrogen concentration Ha(r,) in ppm (or ng/g), for example, will be in the
region of the DS beneath the initial contact area and at the time ty,a, i.€.,
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HA(ro)zltmax (Eg.9)

The hydrogen concentration Ha(r) tends to reduce at location with a radius r from the center of
the initial contact area, i.e.,

for roEr£E r(t max) (Eqg. 10)

At t > tha Ha(r) will start to decline as the hydrogen diffusion continues and the source of
hydrogen exhausts.

Asanumerical example, the following input data are considered:

H = Ti-7 plate thickness = 15 mm

r, = radiusof theinitial contact area= 50.8 mm (2in.)

r ; = density of Ti-7 = 4.5x10° g/cn?®

fre = fraction of hydrogen available for absorption by Ti-7 DS = 0.01
W = mass of carbon steel = 22.727x10° ng (50 Ib.)

Mee = atomic mass of Fe =55.847 (Weast and Astle 1978, p. B-177)

The corrosion potential of carbon steel is estimated to be about -0.6 V (SCE), and a galvanic
couple would polarize Ti down to that level. Based on Shoesmith et al. (1995, Figure 19) and
Mura et a. (1977, Figure 5), the hydrogen absorption rate, |, for Ti-7 would be about 0.5
ng/g/day. No data are available for the hydrogen diffusion rate, v, in Ti-7. For the base case of
the numerical example, the values used for | and v are, respectively, 0.5 ng/g/day and 1mm/day.
For the parametric study, | =0.5, 0.7 ng/g/day, and v = 1, 2, 3 mm/day are considered, and plots
of hydrogen concentration versus distance from the original contact area are shown in Figure 2.
It can be seen that, in all cases of the parametric study, the hydrogen concentration does not
exceed the critical hydrogen concentration of 1000 ng/g for Ti-7 by a rather comfortable margin.
The results of the parametric study appear to be consistent with the qualitative assessment
presented in Section 6.3.2.The choice of the mathematical model and the value of | appear to be
reasonable and conservative. The value of v is high, but would also appear to be reasonable,
since it ignores the probability that the hydrogen will be retained at the Ti surface and that the
efficiency of absorption would then decrease. The calculation can be considered bounding since
al the features likely to suppress hydrogen absorption are ignored in the calculation. These
features are summarized above in section 6.3.2.
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Hydrogen Concentration in Drip Shield due to Galvanic Couple
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Figure 2.  Hydrogen Concentration in Drip Shield Versus Distance from Contact Area

6.3.4 Worst Case Consderations

Asaworst case scenario, it is considered that the majority portion of the hydrogen generated by
the section of carbon steel will be absorbed by the DS, and that the absorbed hydrogen will be
retained in the vicinity of the contact area and not to be diffused to the rest of the DS. In this
case, there may be alocal embrittlement of the DS in the contact area. It is further considered
that the contact areaisimpacted by a rock fall, and residual stress and a crack are initiated. As a
result, afast brittle fracture is possible if the stress intensity factor calculated from the residual
stress and the crack size exceeds the fast fracture stress intensity factor K, which tends to have a
reduced value than the critical slow crack growth stress intensity factor Ks (also called fracture
toughness) asindicated in Figure 1.

Calculated stress intensity factors due to rock fall in the DS are listed in CRWMS M& O (2000c,
Attachment I1) for various crack sizes (depths). Based on CRWMS M&O (2000c), an initial
crack depth of 50mm (i.e., the maximum incipient crack size, based on CRWMS M&O 2000c,
Section 6.5.2) can be assumed. The equivalent stress intensity factor, based on CRWMS M&O
(2000c, Attachment 1), is <5 MPa (m)%°. From CRWMS M&O (2000c, Figure 27), it can be
seen that the fracture toughness K for Ti-7 should be at least 30 MPa (m)®°. Assuming Ky =
1/3 Ks =10 MPa (m), brittle fracture due to hydrogen embrittlement would not be a problem for
the DS subjected to a galvanic couple with a section of carbon steel structural component.

Even though fast brittle fracture does occur and the surface crack turns into a through-wall crack,
the length of the crack will still be limited because the surrounding area of the DS is not
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embrittled by hydrogen. The crack opening will eventually be plugged by corrosion product |
(CRWMS M& O 2000c, Section 6.5.5).

7. CONCLUSIONS

A simple and conservative model has been developed to evaluate the effects of hydrogen induced
cracking on the drip shield. The basic premise of the model is that failure will occur once the
hydrogen content exceeds a certain limit or critical value, Hc. Quantitative evaluation based on
the HIC model described in Section 6.1 indicates that the drip shield material (Ti-7) is able to
sustain the effects of HIC.

The quantitative evaluation includes analytical estimates presented in Section 6.2.3 based on
Equation 2, indicating that there exists a big margin of safety for the drip shield against the
effects of HIC. The hydrogen concentration in the DS at 10,000 years after emplacement is 257
ng/g resulting from a conservative estimate and 58 ng/g from a best estimate. The estimated
hydrogen concentration in either case is less than the critical hydrogen concentration of 1000
ng/g for Ti-7, aconservative value based on Section 6.1.3.

Model validation in this AMR was accomplished using short term data available to date.
Additional data that are being collected will help improve the level of confidence in the model.

In a DS design without backfill, hydrogen generation may be caused by the galvanic couple
between the titanium DS surface and structural components (such as rock bolts, wire mesh, and
stedl liners used in the drift), which may fal onto the DS surface. A qualitative assessment of
HIC due to effects of galvanic couple, as presented in Section 6.3.2, concludes that, given the
high critical hydrogen concentration, the large volume of available titanium in the drip shield
into which absorbed hydrogen can diffuse, and other reasons stated in Section 6.3, hydrogen
embrittlement of the Ti DS is highly unlikely.

A parametric study based on a proposed mathematical model (Section 6.3.3) indicates that
hydrogen concentration in the DS due to a galvanic couple will most likely not exceed the
critical value. Consideration of the worst case scenario leads to the conclusion that hydrogen
embrittlement is unlikely even though the hydrogen concentration may exceed the critical value
because the stress intensity factor induced by a rock fall appears to be below the fracture
toughness which although may be degraded by hydrogen content. Furthermore, if cracks do
become through wall, they will be self-limited and eventually plugged by corrosion product.

This document may be affected by technical product input information that requires
confirmation. Any changes to the document that may occur as a result of completing the
confirmation activities will be reflected in subsequent revisions. The status of the input
information quality may be confirmed by review of the Document Input Reference System
database.
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